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Signature of Examiner
Md. Abdul Hannan
Chemical Examiner
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Notes: i.7heras lls described here alebasedonlyon lhe supplied sanlple(s) inthis laborulory'

i. Conplain or query tegarcling test report(s) should be lodgedw)ithin one no-nth ofreport deltuery date-

iii. TheLboratory is"not-respoisible fo) the iata qmliry aSaed due to sanpling, trahspofiing and stolage cohditions oJ the sdnple(s) maintained beiore

-receiled in the laboratory.
iv. This rcpot or any paft oJthis should not be publbhzdwilhout priar apptural o.lthe authoriu

B/E No. & Ddte

File No. & Date

Section-8(C)Name of Seclion02

Invoice ltem

Helizarin SFT Liq C (Sample: 02 Boyums)

04

LiquidJbrm,
Millq, white colour,
Characteristic odour,
Miscible with water,
Sp.gr.:1.043gm/cm3
DH-7 <

C/ACP test:+Ve.
Ingredients: Acrylic Copo r, Water, EmulsiJier etc.

05 Physical & Chemical

Properlies & Irrgredients

Found

The supplied sample is "Acrylic Copolymer in primary form."
06 Result of Physical

/C h emic al Te st/Analy sis

It may be used in textile industry.
07 Probable use of Imported

Goods.

a08 Comments (If any)

h

Sample Code No:

Test Report No: 2329

C-87 7 265, Date-3 1. 05. 202 l.01

03 Declared Commodity

Name as per Invoice/CRF

Phy.tests
C/ACP test etc.

Met h o d of Te sl/Analy sis

Examined sample attached by Tag No. 315448 with seal'gala


